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               Figure 1.  Chromatograms for PEG 1, 2, 3 samples on SRT
®

 150 7.8 x 300mm. 

 

 
 

 Table 1.  PEG molecular weight and retention time on SRT
®

 150, 5 m, 7.8 x 300 mm.  

 

 

 

 

PEG Analysis on SRT
®
-150 and SRT

®
-300 

 

Column:  SRT® 150 (5 m, 150 Å, 7.8 x 300 mm) Sample: 1.5 mg/mL in mobile phase 
Mobile Phase: 150 mM phosphate Buffer, pH 7.0 PEG 1, MW 636, 6,550, 118,000, 932,000 

Flow rate: 1.0 mL/min    PEG 2, MW 2010, 42,700, 496,000 

Detection: RI（30 ℃）    PEG 3, MW 232, 17,900, 271,000 

Column temperature: 25 ℃     

Pressures: 720 psi 

Injection volume: 20 L 
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Column:  SRT® 300 (5 m, 150 Å, 7.8 x 300 mm) Sample: 1.5 mg/mL in mobile phase 
Mobile Phase: 150 mM phosphate Buffer, pH 7.0 PEG 1, MW 636, 6,550, 118,000, 932,000 

Flow rate: 1.0 mL/min    PEG 2, MW 2010, 42,700, 496,000 

Detection: RI（30 ℃）    PEG 3, MW 232, 17,900, 271,000 

Column temperature: 25 ℃      

Injection volume: 20 L 
Pressures: 720 psi 

 

 
 

Figure 2.  .  Chromatograms for PEG 1, 2, 3 samples on SRT
®

 300 7.8 x 300mm. 

 

 
Table 2. PEG molecular weight and retention time on SRT

®
 300, 5 m, 7.8 x 300 mm. 
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